FRIEDMAN & BRUYA, INC.
ENV‘IRONMENTAL CHEMISTS

Date of Report: December 12, 1990
Date ‘Submitted: December 4, 1990 .
Project: Metro Self Monitoring, PO# 05611A122

RESULTS O}? ANALYSES OF THE WATER SAMPLES
FOR SELECTED METALS BY ICP ‘
Results Reported as mg/L (ppm)

Sample # Chromium Copper Nickel C-Zinc
~ (ppm) - (ppm) - (ppm) (ppPm)
M17830A - 0.59 0.09 0.44 0.15

M17830B . 0.70  0.07 1.1 . 0.43

Quality Assurance

Method Blank 0.02 - 0.03  0.06 0.14
M17830B S | |

(Duplicate) 0.89 0.10 1.6 0.66
M17830B

(Matrix Spike)
Spiked @ 5 ppm ; e
Percent Recovery  110% 47% 130% 140%

M17830B

(Matrix Spike Duplicate)

Spiked @ 5 ppm ‘ : ;

Percent Recovery 120% - 53% 150% 140%
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